AUTHENTICATED
U.S. GOVERNMENT
INFORMATION

GPO

Coast Guard, Dept. of Homeland Security

(4) Welded pressure vessels or non-
pressure vessel type tanks and associ-
ated secondary barriers, as defined in
§38.05-4 of subchapter D (Tank Vessels)
of this chapter shall meet the tough-
ness requirements of subparts 57.03 and
57.06 of this subchapter with regard to
weld procedure qualifications and pro-
duction testing.

(5) The material manufacturer’s iden-
tification marking required by the ma-
terial specification shall not be die-
stamped on plate material less than
one-fourth inch in thickness.

(c) Design. Pressure vessels must
meet the requirements for Class I-L
and II-Li construction. (See table 54.01-
5(b) for applicable requirements). Ex-
cept as permitted by §54.05-30, the al-
lowable stress values used in the design
of low temperature pressure vessels
may not exceed those given in table
UCS-23 of section VIII of the ASME
Boiler and Pressure Vessel Code for
temperatures of 0 °F. to 650 °F. For ma-
terials not listed in this table allow-
able stress values are determined in ac-
cordance with appendix P of section
VIII of the ASME Boiler and Pressure
Vessel Code.

(d) Weldments and all materials used
in pressure vessel type cargo tanks op-
erating at ambient temperatures and
constructed of materials listed in table
UCS-23 must pass Charpy impact tests
in accordance with UG-84 at a tempera-
ture of —20 °F or colder, except as pro-
vided by paragraphs (d)(1), (d)(2), and
(d)(3) of this section.

(1) Charpy impact tests are not re-
quired for any of the following ASTM
materials if the thickness for each is 9%
inch or less, unless otherwise indi-
cated:

(i) A-182, normalized and tempered.

(ii) A-302, Grades C and D.

(iii) A-336, Grades F21 and F22 that
are normalized and tempered.

(iv) A-387, Grades 21 and 22 that are
normalized and tempered.

(v) A-516, Grades 55 and 60.

(vi) A-533, Grades B and C.

(vii) All other plates, structural
shapes and bars, and other product
forms, except for bolting, if produced
to a fine grain practice and normalized.

(2) Charpy impact tests are not re-
quired for any of the following ASTM
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materials if the thickness for each is
1Y4 inch or less:

(i) A-203.

(ii) A-508, Class 1.

(iii) A-516, normalized.

(iv) A-524.

(v) A-531.

(vi) A-612, normalized.

(vii) A-662, normalized.

(viii) A-724, normalized.

(3) Charpy impact tests are not re-
quired for any of the following bolt ma-
terials:

(i) A-193, Grades B5, B7, B7TM, and
B16.

(ii) A-307, Grade B

(iii) A-325, Type 1.

(iv) A-449.

[CGFR 68-82, 33 FR 18828, Dec. 18, 1968, as
amended by CGFR 69-127, 35 FR 9977, June 17,
1970; CGD 73-133R, 39 FR 9178, Mar. 8, 1974;
CGD 74-289, 44 FR 26007, May 3, 1979; CGD 77—
069, 52 FR 31626, Aug. 21, 1987; CGD 85-061, 54
FR 50964, Dec. 11, 1989; USCG-1999-5151, 64 FR
67178, Dec. 1, 1999; USCG-2000-7790, 65 FR
58460, Sept. 29, 2000; USCG-2003-16630, 73 FR
65170, Oct. 31, 2008]

§54.25-15 Low  temperature oper-
ation—high alloy steels (modifies
UHA-23(b) and UHA-51).

(a) Toughness tests for the materials
listed in UHA-51(a) in section VIII of
the ASME Boiler and Pressure Vessel
Code (incorporated by reference; see 46
CFR 54.01-1) for service temperatures
below —425 °F., UHA-51(b)(1) through
(5) for service temperatures below 0 °F.,
and UHA-51(c) for all service tempera-
tures, shall be performed in accordance
with the requirements of subpart 54.05.
These requirements are also applicable
to nonpressure vessel type, low tem-
perature tanks and associated sec-
ondary barriers, as defined in §38.05-4
in subchapter D (Tank Vessels) of this
chapter. Such tests are required re-
gardless of the vessel’s design stress.
Service temperature is defined in
§54.25-10(a)(2).

(b) Materials for pressure vessels
with service temperatures below —320
°F. shall be of the stabilized or low car-
bon (less than 0.10 percent) austenitic
stainless steel type, produced accord-
ing to the applicable specifications of
table UHA-23 of section VIII of the
ASME Boiler and Pressure Vessel Code.
These materials and their weldments
shall be tested for toughness according
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to the requirements of subpart 54.05 ex-
cept that the Charpy V-notch testing
acceptance criteria will be in accord-
ance with UHT-6(a)(4) and (5) of section
VIII of the ASME Boiler and Pressure
Vessel Code.”

(c) Except as permitted by §54.05-30,
the allowable stress values used in the
design of low temperature pressure ves-
sels may not exceed those given in
table UHA-23 of section VIII of the
ASME Boiler and Pressure Vessel Code
for temperatures of —20 °F. to 100 °F.

[CGFR 68-82, 33 FR 18828, Dec. 18, 1968, as
amended by CGD 73-133R, 39 FR 9178, Mar. 8,
1974; CGD 73-254, 40 FR 40164, Sept. 2, 1975;
USCG—-2003-16630, 73 FR 65171, Oct. 31, 2008]

§54.25-20 Low  temperature oper-
ation—ferritic steels with prop-
erties enhanced by heat treatment
(modifies UHT-5(¢), UHT-6, UHT-
23, and UHT-82).

(a) For service temperatures below 0
°F. but not below the designated min-
imum service temperature, steel con-
forming to the specifications of table
54.25-20(a) may be used in the fabrica-
tion of pressure vessels and nonpres-
sure vessel tanks and associated sec-
ondary barriers, as defined in §38.05-4
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of subchapter D (Tank Vessels) of this
chapter. The ultimate and yield
strengths shall be as shown in the ap-
plicable specification and shall be suit-
able for the design stress levels adopt-
ed. The service temperature shall not
be colder than —320 °F. Service tem-
perature is defined in §54.25-10(a) (2).

TABLE 54.25-20(a)

Minimum

service

Steel tempera-

ture, °F.
A-333, 9 percent Ni, grade 8 —320
A-334, 9 percent Ni, grade 8 —320

A-353, 9 percent Ni, double normalized and tem-

pered ....... —320
A-522, 9 percent Ni, NNT, Q and T, forging ........ -320
A-553, 9 percent Ni, quenched and tempered ..... -320

(b) The materials permitted under
paragraph (a) of this section shall be
tested for toughness in accordance
with the requirements of UHT-6 of sec-
tion VIII of the ASME Boiler and Pres-
sure Vessel Code (incorporated by ref-
erence; see 46 CFR 54.01-1) except that
tests shall be conducted at the tem-
perature specified in §54.05-6 in lieu of
that in UHT-5(c) of section VIII of the
ASME Boiler and Pressure Vessel Code.
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